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Data on the distribution of costs and prospects solar energy photoelectric 
conversion are analyzed, refracting solar concentrator design is given. The 
energy and spectral characteristics of luminescent solar concentrator design-
photoelectric converter is investigated, the expediency of using the proposed 
design as a helio construction roof is proved. 
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